
 

Packing: 

 

Particle state: 

the fragment is very small and there 

are more than 40 particles in any 

50*50mm square while qualified 

tempered glass is broken. 

Canister bag impact property: 

It is not broken with the impact of free 

falling canister bag from the height of 

305mm,457mm and 1219mm, or the 

total mass of top 10 broken samples is 

not more than the mass of the glass 

with surface area of 6500mm2 

Thickness : 

12mm and 15mm; 

The thickness tolerence is-0.2/-0.3mm 

The wedth and length tolerence is -0.2mm. 


